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Reference:  T806308 - Sterling

BS 5832: 2006, elause 17 (upholstery composite)
Assessprent of the fenitability of upholstered seating - crib fenition sonrce no. 5

The following test results relate only to the ignitability of the combination of upholstery |
composites (BS 5852:2006, clause 11} under the particular conditions of test stated ; fhey are
not intended a8 & means of assessing the fill potential fire hazard of the materials or products
innge.

End of {ests: 27 June 2008

A. Materials tesfed

Cover © - quality Sterling
- water soaking f
Filling : - quality Durnosafe CM33 (Dwumo) *
fire retardamnt
- density £33 kgfm®

*  The filing complies with schedule 1 part 1 of the UK Furniture and Furnishings (Fire)
(Safety) Regulations 1988 T

B, Test resitlts - ignition source cvib §

test | test2

Elamine orteria ,

- unisafe escalating combustion noe no

- test agsembly consumed BO o

- flames 10 extromities 1o o

- llames through thickness no ne

- flame time >10 min no no

flame Hime 3min38s Amin27s

Smouldering criteria

- unsafc eséalating combustion o o

- test assembly consuroed no o

- gmoulders to extremities no no

- smoulders through thickness a0 no

- smoke/heat/glowing more than 60 min no no

- smoulders more than 100 mm from source no no

non-ignition not-ignition

Conclusion : nen-ignition - NI/S
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